
ITEM 604.0791--25 - REPAIR DAMAGED DRAINAGE STRUCTURE WALL 
 
1. DESCRIPTION: 
 

1.01 Under this item the Contractor shall repair the walls of catch basins, field inlets, and manholes. 
 
2. MATERIALS: 
 

2.01 All repairs shall be with Class A concrete meeting the requirements of Section 501 of the Standard 
Specifications. 

 
3. CONSTRUCTION DETAILS: 
 

3.01 The Contractor shall remove any material needed to expose sound concrete.  The resulting opening 
shall be brought to the existing wall thickness by the use of Class A concrete. 

 
4. METHOD OF MEASUREMENT: 
 

4.01 The quantity to be paid for shall be the number of repairs made in accordance with the plans or as 
ordered by the Engineer. 

 
5. BASIS OF PAYMENT: 
 

5.01 The unit price bid shall include the cost of all materials, labor and equipment necessary to complete 
the work.  Excavation and backfill will be paid for under their appropriate items. 
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